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氧化对含稀土无铅钎料表面锡须生长的影响 叶 焕，薛松柏，龙伟民，等 ( 59)……………………………………………………………………
Plasma-MIG复合电弧焊接特性分析 杨 涛，许可望，刘永贞，等 ( 62)………………………………………………………………………………
镁和钢搅拌摩擦焊接头组织分析 黄勇兵，李建萍，黄春平，等 ( 67)…………………………………………………………………………………
激光 － MIG复合热源铝合金层间堆积快速成形 庄忠良，宋 刚，祝美丽，等 ( 71)…………………………………………………………………
基于 Surface Evolver的小电流 CO2 焊熔滴自由过渡的数值模拟 宋加强，肖 珺，张广军，等 ( 75)………………………………………………
导电聚合物复合材料的产热特性及电阻焊接工艺 郭 青，李瑞琦，陈 征，等 ( 79)………………………………………………………………
SnAgCu /Cu钎焊接头等温时效下组织性能分析 杨思佳，杨晓华 ( 83)………………………………………………………………………………
厚板多层多道焊温度场的有限元分析 胥国祥，杜宝帅，董再胜，等 ( 87)……………………………………………………………………………
多点凸焊熔核形成过程数值模拟及应用 王 瑞，敖三三，罗 震，等 ( 91)…………………………………………………………………………
三丝 CO2 双边角焊全因子试验设计 马晓丽，林 航，华学明，等 ( 95)………………………………………………………………………………
水下湿法焊条电弧焊接过程稳定性评价 胡家琨，武传松，贾传宝 ( 99)……………………………………………………………………………
P元素对 Al-Si-Zn钎料显微组织及性能的影响 张 帅，薛松柏，杨金龙，等 ( 103)…………………………………………………………………
热输入对 Q500CF钢板焊接热影响区组织和冲击性能的影响 郭慧英，张 宇，何玉春，等 ( 108)…………………………………………………
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磁控 TIG高速焊焊缝成形机理 常云龙，路 林，李英民，等 ( 1)……………………………………………………………………………………
低铯含量 KF-CsF-AlF3铝钎剂的物相结构与熔化特性的关系 程方杰，杨俊香，赵海微，等 ( 5)…………………………………………………
硬质合金与钢电子束焊接接头组织及性能 陈国庆，张秉刚，吴振中，等 ( 9)………………………………………………………………………
轴类件热喷涂涂层残余应力的有限元分析 陈永雄，梁秀兵，商俊超，等 ( 13)………………………………………………………………………
基于动态 PLS框架的铝合金脉冲 MIG焊解耦控制设计及仿真 吕 燕，田新城，梁 军 ( 17)……………………………………………………
高温合金 GH4169 真空扩散连接工艺 李卓然，冯广杰，徐 慨，等 ( 21)……………………………………………………………………………
双熔敷极耐磨堆焊焊条焊接稳定性的分析 赵 伟，邹 勇，邹增大，等 ( 25)………………………………………………………………………
松香含量对 Zn20Sn钎料用松香基助焊剂的影响 盛阳阳，闫焉服，赵快乐，等 ( 29)………………………………………………………………
Ti /Al异种合金电弧熔钎焊接头界面断裂行为分析 吕世雄，崔庆龙，黄永宪，等 ( 33)……………………………………………………………
搅拌摩擦焊待焊界面消失模型 王卫兵，佟建华，栾国红，等 ( 37)……………………………………………………………………………………
Al-Mg-Mn-Er-Zr合金激光焊接接头的疲劳性能 杨东霞，李晓延，顾长石，等 ( 41)…………………………………………………………………
A7N01P-T5 铝合金断裂韧度的厚度效应 王 苹，刘雪松，王 强，等 ( 45)…………………………………………………………………………
Cf /SiC复合材料与钛合金( Ti-Zr-Cu-Ni) + W复合—扩散连接 崔 冰，黄继华，蔡 创，等 ( 49)…………………………………………………
Q890 高强钢焊接淬硬倾向和冷裂纹敏感性 张元杰，彭 云，马成勇，等 ( 53)………………………………………………………………………
稀土元素 Nd对 Sn-Zn-Ga无铅钎料组织及性能的影响 罗冬雪，薛 鹏，薛松柏，等 ( 57)…………………………………………………………
反应等离子熔覆 Fe-Cr-Ti-C涂层的组织与性能 刘均波，王 朋，李惠琪，等 ( 61)…………………………………………………………………
含纳米铝颗粒 SnAgCu钎料组织与性能 张 亮，韩继光，郭永环，等 ( 65)…………………………………………………………………………
异质钛合金线性摩擦焊接头形成过程及组织特征 张传臣，张田仓，季亚娟，等 ( 69)………………………………………………………………
铝合金回填式搅拌摩擦点焊组织及力学性能分析 申志康，杨新岐，张照华，等 ( 73)………………………………………………………………
涂覆预处理对 SiC增强铁基堆焊层组织的影响 高 振，杜晓东，王金甲，等 ( 77)…………………………………………………………………
电阻点焊冷轧 DP600 双相钢焊接接头性能的正交试验分析 陶博浩，李 红，宋永伦，等 ( 81)……………………………………………………
盲孔法测量非均匀残余应力时的释放系数 李 昊，李 华 ( 85)……………………………………………………………………………………
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挤压法矫正薄壁焊接圆筒圆度的有限元模拟 李 军，张文锋，方洪渊 ( 89)………………………………………………………………………
裂纹位置对强度失配焊接接头极限载荷的影响 段小雪，张彦华，熊林玉，等 ( 93)…………………………………………………………………
锰对脉冲燃烧型焊条立焊接头组织性能的影响 吴永胜，王建江，辛文彤，等 ( 97)…………………………………………………………………
40CrMnMo厚壁管的窄间隙脉冲 MAG焊接 巴鲁军，马彩霞，张铁军，等 ( 101)………………………………………………………………………
镀锌三层板电阻点焊的数值模拟 陆昌进，唐 虹，姚其伟，等 ( 105)…………………………………………………………………………………
采用三维光学测量技术对薄板焊接失稳变形的分析 孙向伟，殷咸青，王江超，等 ( 109)……………………………………………………………
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焊接熔池快速凝固过程的微观组织演化数值模拟 张 敏，汪 强，李继红，等 ( 1)………………………………………………………………
磁控电弧焊缝跟踪传感信号的实时小波降噪方法 洪 波，杨学道，何荣拓，等 ( 5)………………………………………………………………
Al-Ni-CuO中间层自蔓延连接 Cf /Al与 TiAl接头的微观形貌及其形成机制 李卓然，冯广杰，徐 慨，等 ( 9)…………………………………
颗粒增强复合钎料钎焊 TiAl合金接头界面结构及性能 宋晓国，曹 健，陈海燕，等 ( 13)…………………………………………………………
硅对自保护明弧堆焊合金 Fe-Cr-C-B显微组织及性能的影响 龚建勋，丁 芬，唐天顺，等 ( 17)…………………………………………………
激光多层沉积 Ti-6Al-3Mo合金的微观组织与性能 张凤英，梁广省，张 健，等 ( 21)………………………………………………………………
Mg-7Li合金微弧氧化过程放电规律及涂层耐蚀性分析 李俊刚，吕 迎，李慕勤，等 ( 25)…………………………………………………………
基于粗集的焊接质量级别智能决策 陶 亮，孙同景，段 彬，等 ( 29)………………………………………………………………………………
TC4 钛合金扫描电子束焊接温度场数值模拟 陈彬斌，庞盛永，周建新，等 ( 33)……………………………………………………………………
不同尺度碳化物粉末冷喷沉积 WC-17%Co涂层的组织及性能 陈 枭，王洪涛，纪岗昌，等 ( 38)…………………………………………………
基于短路时间频数分布图定量分析的 CO2 弧焊稳定性评价方法 高理文，薛家祥，陈 辉，等 ( 43)………………………………………………
基于编码结构光的角焊缝视觉检测 孙大为，蔡 艳，佟 彤，等 ( 47)………………………………………………………………………………
绝缘片约束 TIG电弧在窄间隙中的加热特性 李渊博，朱 亮 ( 51)…………………………………………………………………………………
Cf /SiC复合材料与钛合金( Ti-Zr-Cu-Ni) + W复合钎焊分析 崔 冰，黄继华，蔡 创，等 ( 55)……………………………………………………
Sn-Zn合金在 Si3N4 /2024Al复合材料表面渗锡行为 沈彦旭，林铁松，何 鹏，等 ( 59)……………………………………………………………
单电源双丝脉冲 MIG焊交替燃弧的电弧行为 狄 勇，李 桓，杨立军，等 ( 63)……………………………………………………………………
T91 /HＲ3C异种耐热钢焊接接头蠕变失效有限元模拟 张建强，张国栋，姚兵印，等 ( 68)…………………………………………………………
SiCp /Al复合材料电子束焊接接头组织及性能 陈国庆，张秉刚，甄公博，等 ( 73)…………………………………………………………………
电阻点焊熔核形核信息的声发射信号表征 罗 怡，朱成华，李京龙 ( 77)…………………………………………………………………………
机械整形新技术对铝合金焊接接头疲劳性能的影响 闫忠杰，方洪渊，刘雪松，等 ( 81)……………………………………………………………
常规 FSW与双轴肩 FSW对铝合金接头组织和性能的影响 董继红，聂绪胜，鄢江武，等 ( 85)……………………………………………………
液压支架主要承载构件焊接残余应力对比分析 张亦良，崔栓伟，李晓延 ( 89)……………………………………………………………………
基于曲率尺度空间的激光拼焊焊缝边界点识别方法 张万江，许 敏 ( 93)…………………………………………………………………………
轴肩压入深度对 AA2024 /AA2024 搅拌摩擦焊接头连接质量的影响 赵 磊，张田仓，李晓红，等 ( 97)…………………………………………
保护气体对 440 MPa HSLA钢 GMAW焊缝组织及韧性的影响 肖晓明，彭 云，马成勇，等 ( 101)…………………………………………………
三维搅拌摩擦焊接传热与塑性流动分析模型 冯天涛，张晓辉 ( 105)…………………………………………………………………………………
基于有限元的搭接接头应力集中系数分析 付 雷，程荣龙，杨建国，等 ( 109)………………………………………………………………………
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风机叶轮用 0Cr13Ni5Mo钢焊条的研制 张 敏，吴伟刚，褚巧玲，等 ( 1)…………………………………………………………………………
强弧光反射环境下频域滤波的熔宽特征提取 高向东，江良征，龙观富 ( 5)………………………………………………………………………
镁与镀锌钢板脉冲旁路耦合电弧熔钎焊 黄健康，邵 玲，石 玗，等 ( 9)…………………………………………………………………………
纳米贝氏体钢 TIG焊接头组织和性能 方 坤，宋奎晶，杨建国，等 ( 13)……………………………………………………………………………
纳米银与纳米铜混合焊膏用于电子封装低温烧结连接 张颖川，闫剑锋，邹贵生，等 ( 17)…………………………………………………………
激光和 TIG堆焊钴基合金的性能 徐国建，黄 雪，杭争翔，等 ( 22)…………………………………………………………………………………
焊点高度对微尺度焊点力学行为的影响 尹立孟，Michael Pecht，位 松，等 ( 27)…………………………………………………………………
温度与镀层对 Sn-Zn-Ga-Nd钎料润湿性能的影响 薛 鹏，薛松柏，沈以赴，等 ( 31)………………………………………………………………
熔池尺寸对在役焊接烧穿失稳的影响 贾鹏宇，韩 涛，王 勇 ( 35)………………………………………………………………………………
TiAl /Ti /GH99 扩散连接接头应力的数值模拟 李海新，林铁松，何 鹏，等 ( 38)……………………………………………………………………
时效对 SnAgCu /SnAgCu-TiO2 焊点界面与性能影响 张 亮，Tu K N，郭永环，等 ( 43)……………………………………………………………
双脉冲焊电流波形周期阶段的自适应检测 高理文，薛家祥，陈 辉，等 ( 47)………………………………………………………………………
超声冲击对转向架焊接十字接头表层组织及疲劳性能的影响 何柏林，于影霞，余皇皇，等 ( 51)…………………………………………………
水深和流速对水下湿法焊接热过程影响的数值模拟 赵 博，武传松，贾传宝，等 ( 55)……………………………………………………………
采用 Ag-Cu-Ti + Mo复合钎料钎焊 Si3N4陶瓷 贺艳明，王 兴，王国超，等 ( 59)……………………………………………………………………
应变速率条件下第二相对 7A52 铝合金搅拌摩擦焊焊缝应力腐蚀性能的影响 赵军军，李 奇，蔡志海，等 ( 63)………………………………
混流式转轮焊接残余应力测试新装置与新方法 程广福，魏 松，文道维，等 ( 67)…………………………………………………………………
双丝旁路耦合电弧高效熔化极气体保护焊“弧长—电流”双路闭环控制 朱 明，樊 丁，石 玗，等 ( 71)………………………………………
基于 DIC的拼焊板焊缝性能识别方法及验证 陈水生，林建平 ( 76)…………………………………………………………………………………
表面纳米化对 X80 管线钢应力腐蚀开裂行为的影响 王炳英，苗 燕，周胜男，等 ( 81)……………………………………………………………
核电 SA508-3 钢大型筒体环焊残余应力分析 迟露鑫，麻永林 ( 85)…………………………………………………………………………………
基于 Matlab-FIS的带极堆焊成形质量模糊综合评价 郭 枭，徐 锴，邹力维 ( 89)…………………………………………………………………
TC4 钛合金焊接结构连续非线性疲劳损伤 林有智，傅高升，李 雷，等 ( 92)………………………………………………………………………
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环肋圆柱壳的肋骨环焊缝焊接拘束度计算方法 陶世森，宗 培，董积旖 ( 97)……………………………………………………………………
基于断裂参量 K因子的焊接接头等承载设计系统 王 涛，薛 钢，杨建国，等 ( 101)………………………………………………………………
高速列车用铝合金三元气体保护焊技术 路 浩，张洪涛，邢立伟，等 ( 105)…………………………………………………………………………
镍基高温合金电子束焊接接头疲劳性能 吴 冰，李晋炜，毛智勇，等 ( 109)…………………………………………………………………………
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双丝旁路耦合电弧 MIG焊嵌入式控制系统设计及实现 樊 丁，郭晋昌，黄健康，等 ( 1)…………………………………………………………
温度对 Cf /Al与 TiAl自蔓延连接接头界面及性能的影响 李卓然，冯广杰，徐 慨，等 ( 5)………………………………………………………
X80 管线钢在线用焊条的研制 张 敏，席敏敏，张 翔，等 ( 9)……………………………………………………………………………………
阳极温度分布对耦合电弧 AA-TIG高速焊焊缝成形的影响 黄 勇，瞿怀宇，王新鑫，等 ( 13)……………………………………………………
碳钢高速电弧喷涂的电弧特征及材料过渡行为 陈永雄，梁秀兵，张志彬，等 ( 17)…………………………………………………………………
镁 /镀锌钢板 CMT熔钎焊连接机制分析 曹 睿，余建永，陈剑虹，等 ( 21)…………………………………………………………………………
Al 6061 /TA2 异种金属冷金属过渡焊接性分析 孙军浩，曹 睿，黄 倩，等 ( 25)…………………………………………………………………
超声-TIG复合焊枪变幅杆水冷装置的设计 袁鹤然，范成磊，杨春利，等 ( 29)………………………………………………………………………
核反应堆关键焊接结构应力腐蚀裂纹失效评估 李永奎，陆善平，李殿中，等 ( 33)…………………………………………………………………
铂金丝超声键合正交试验及焊点质量评价 莫德锋，杨力怡，张晶琳，等 ( 39)………………………………………………………………………
基于动态模糊神经网络的铝合金脉冲 MIG焊接过程解耦控制分析 黄健康，张 刚，樊 丁，等 ( 43)……………………………………………
锌合金线材冷压对焊与电阻对焊接头组织对比分析 甄立玲，刘红伟，樊建勋，等 ( 48)……………………………………………………………
模具表面激光强化离焦量波动声信号特征 HHT分析 刘立君，姜亚青，邸铁男，等 ( 51)…………………………………………………………
Zn-Al-Ag钎料铜 －铝钎焊接头显微组织与力学性能 张 满，王鹏飞，张临财，等 ( 55)……………………………………………………………
交直流混合 VPPA特性及铝合金立焊工艺 韩永全，洪海涛，郭 龙，等 ( 59)………………………………………………………………………
激光重熔 Al2O3-TiO2 涂层的强韧性能 李崇桂，封小松，卢庆华，等 ( 63)……………………………………………………………………………
氩弧熔敷原位合成 TiC-TiB2 /Ti基复合涂层组织及性能分析 孟君晟，吉泽升 ( 67)………………………………………………………………
高强钢与铝合金电阻点焊性能 崇玉良，孔 谅，宋 政，等 ( 71)……………………………………………………………………………………
搅拌摩擦点焊下压量对界面畸变的影响 周冠男，沈以赴，李 博，等 ( 75)…………………………………………………………………………
2A14 铝合金变极性等离子横向焊缝成形特点 张勤练，杨春利，林三宝，等 ( 79)……………………………………………………………………
P91 钢焊缝蠕变的非线性超声检测 原可义，韩赞东，陈以方，等 ( 83)………………………………………………………………………………
铝 －钢异种金属脉冲旁路耦合电弧 MIG熔钎焊界面反应的热力学分析 石 玗，邵 玲，黄健康，等 ( 87)………………………………………
点焊伺服加压装置的设计及特性分析 李海波，曹 彪 ( 91)…………………………………………………………………………………………
工艺参数对等离子喷枪内电弧波动影响的三维数值模拟 叶向艺，郑振环，李 强 ( 95)…………………………………………………………
5A90 铝锂合金 T形接头激光填丝焊接头组织性能分析 何恩光，巩水利，杨 涛，等 ( 99)………………………………………………………
几何参数对钛合金蜂窝夹层结构比强度的影响 静永娟，李晓红，谢棕蕻，等 ( 103)…………………………………………………………………
缓解陶瓷 /金属连接接头残余热应力的方法研究进展 熊华平，吴世彪，陈 波，等 ( 107)…………………………………………………………
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La2O3 对 MGH956 合金 TIG焊焊缝组织和性能的影响 雷玉成，赵 凯，黄 巍，等 ( 1)…………………………………………………………

焊缝金属氧化物夹杂的尺寸及分布辅助外电场控制法 李晓泉，初雅杰，杨宗辉 ( 5)……………………………………………………………
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